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Name: CUSTER RIDGE

Status: Showing

Ore Zone/ Tonnage/ Commodity Grade Reference/
Year/Report On Category Comments
SAMPLE Gold 0.085 g/t sample K881076
Assay/analysis Silver 233 gt Assessment Report 32420
N Rock Lead 0.420 %
2015 Zine 0.967 %
Molybdenum 0.021 %
FLOAT Lead 0.36 % three samples (JLRO11 to JLRO13) of porphyry
Assay/analysis Z.inc 3.97% boulders hosting 5-centimetre wide quartz veins
2010 N Rock Silver 53 gt assayed from 0.06 to 0.23 per cent copper, 0.04 to 0.36

per cent lead, 0.01 to 3.97 per cent zinc and 12 to 53
grams per tonne silver

McDonough, B. (2011-04-02): Technical Report on the
Cu-Au-Mo Properties
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