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MINFILE Number: Status:Name:092INE023 NEW AFTON Producer

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

TOTAL

2019

Combined

Gold 0.61 g/t

Silver 2.1 g/t

Copper 0.74 %

Measured and indicated mineral resource using a 0.40 

per cent copper equivalent cut-off grade.

New Gold Inc. (2020-02-28): Technical Report on the 

New Afton Mine, British Columbia, Canada

 57,000 

Y

kt

TOTAL

2019

Combined

Gold 0.66 g/t

Silver 1.9 g/t

Copper 0.77 %

Proven and probably mineral reserves.

New Gold Inc. (2020-02-28): Technical Report on the 

New Afton Mine, British Columbia, Canada

 47,300 

Y

kt

TOTAL

2019

Inferred

Gold 0.38 g/t

Silver 1.3 g/t

Copper 0.42 %

Using a 0.40 per cent copper equivalent cut-off grade.

New Gold Inc. (2020-02-28): Technical Report on the 

New Afton Mine, British Columbia, Canada

 14,000 

Y

kt

TOTAL

2018

Measured

Gold 0.68 g/t

Silver 2.0 g/t

Copper 0.89 %

http://www.newgold.com

 20,950 

Y

kt

TOTAL

2018

Combined

Gold 0.64 g/t

Silver 1.9 g/t

Copper 0.78 %

Combined Proven and Probable reserves.

http://www.newgold.com

 52,642 

Y

kt

TOTAL

2018

Combined

Gold 0.63 g/t

Silver 2.2 g/t

Copper 0.77 %

Combined Measured and Indicated resources.

http://www.newgold.com

 52,407 

Y

kt

TOTAL

2018

Indicated

Gold 0.60 g/t

Silver 2.3 g/t

Copper 0.69 %

http://www.newgold.com

 31,457 

Y

kt

TOTAL

2018

Inferred

Gold 0.39 g/t

Silver 1.4 g/t

Copper 0.45 %

http://www.newgold.com

 13,564 

Y

kt
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