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MINFILE Number: Status:Name:092INE097 HILLTOP (BATCHELOR) Prospect

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SHAFT

1988

Assay/analysis                

Grab

Silver  129.4000 g/t

Gold   10.0000 g/t

Sample across 60 centimetres of heavily leached, yellow 

stained (goethite?) quartz and clay gouge.

Assessment Report 17963.
N
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