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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

OPENCUT

1918

Assay/analysis                

Rock

Chromium   15.4000 % A sample from a 136-tonne pile of chromite ore from an 

opencut.  Grade given was 22.5 per cent Cr2O3; 

conversion factor used for chromium is 1.4616.

Minister of Mines Annual Report 1918, page K228.
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