
MINFILE Inventory Detail Report

BC Geological Survey

Ministry of Energy, Mines and Petroleum Resources

MINFILE Number: Status:Name:092INW037 FAIRVIEW Prospect

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

VEIN

2018

Assay/analysis                

Rock

Copper 1.47 %

Zinc 1.77 %

Silver 6 g/t

Two rock samples (FW18-OF-001R and B0015205) of 

mineralized quartz vein material assayed 1.23 and 1.47 

per cent copper, 0.25 and 1.77 per cent zinc and 6 

grams per tonne silver each, respectively

Koffyberg, A. (2019-03-12): Technical Report on the 

Fairview Property

N

DRILLHOLE

1996

Assay/analysis                

Drill Core

Copper 0.1000 %

Zinc 1.8000 %

Sample across 5.1 metres.

Assessment Report 24483.

N
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