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SAMPLE

1967

Assay/analysis                

Chip

Copper 2.33 % three chip samples across 10.5 to 18 metres assayed 

from 1.17 to 3.63 per cent copper and averaged 2.33 per 

cent copper with minor values in nickel, silver and gold

Property File - F.J. Hemsworth [1967-09-28] - Report 

on the Dillon Property)
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