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Production

Year

Tonnes

Mined

Tonnes

Milled Commodity

Grams

Recovered

Kilograms

Recovered

1982 Silver  4,251,939 

Gold  76,732 

Copper  15,281,276 

 2,228,831  2,228,831 

1981 Silver  3,662,092 

Gold  54,151 

Copper  16,264,628 

Molybdenum  275,049 

 7,174,464  6,496,250 

1980 Silver  6,503,270 

Gold  129,204 

Copper  22,715,445 

Molybdenum  93,299 

 6,808,998  6,281,765 

1979 Silver  6,535,338 

Gold  122,797 

Copper  21,260,613 

Molybdenum  306,288 

 6,985,101  6,525,449 

1978 Silver  7,299,470 

Gold  124,661 

Copper  18,312,007 

Molybdenum  133,777 

 6,572,018  6,490,726 

1977 Silver  7,778,580 

Gold  106,652 

Copper  24,462,130 

 5,568,004  5,554,855 

1976 Silver  4,618,236 

Gold  57,230 

Copper  23,006,380 

 7,031,578  6,763,838 

1975 Silver  4,206,432 

Gold  20,061 

Copper  22,154,586 

 6,451,247  5,864,500 

1974 Silver  5,530,331 

Gold  21,274 

Copper  26,542,261 

 5,859,240  5,757,329 

1973 Silver  5,474,128 

Copper  33,248,601 

 5,655,347  5,750,725 

1972 Silver  4,717,423 

Gold  42,767 

Copper  22,030,233 

 5,323,799  5,411,053 

1971 Silver  4,789,862 

Copper  24,539,865 

 5,502,236  5,103,794 

1970 Silver  5,700,931 

Gold  70,013 

Copper  23,428,415 

 5,180,423  4,944,808 
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1969 Silver  4,930,883 

Gold  64,508 

Copper  19,460,185 

 5,173,648  4,886,698 

1968 Silver  6,027,450 

Gold  87,306 

Copper  23,955,766 

 4,722,388  4,622,771 

1967 Silver  4,765,664 

Gold  50,605 

Copper  18,199,732 

 3,929,701  3,581,668 

1966 Silver  3,103,893 

Gold  15,645 

Copper  12,695,711 

Molybdenum  6,282 

 2,333,995  2,746,289 

1965 Silver  2,757,188 

Gold  49,609 

Copper  10,042,483 

Molybdenum  23,541 

 1,622,374  1,622,374 

1964 Silver  4,386,985 

Gold  113,650 

Copper  11,631,508 

Molybdenum  12,812 

 1,251,390  1,251,390 

1963 Silver  2,786,798 

Gold  72,968 

Copper  8,880,720 

 949,728  949,728 

Summary Totals

Metric Imperial

Mined

Milled

Recovery:

Silver  99,826,893 grams  3,209,509 ounces

Gold  1,279,833 grams  41,148 ounces

Copper  398,112,545 kilograms  877,687,923 pounds

Molybdenum  851,048 kilograms  1,876,240 pounds

 96,324,510  106,179,596 

 92,834,841  102,332,895 

tonnes

tonnes

tons

tons

MINFILE  Number: 092ISE001 Name: BETHLEHEM Status: Past Producer

1979 Iona pit mined from 1976 to 1979.

1976 Heustis pit mined from 1970 to 1976.

1974 Jersey, East Jersey and Huestis pits.

1966 1964-66: Molybdenum production from the East Jersey (092ISE002).

1965 East Jersey pit mined from 1962 to 1965.

1964 Jersey pit mining begins.

Comments:
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