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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

VEINLETS

1988

Assay/analysis                

Rock

Copper 0.3770 %

Zinc 0.2180 %

Sample from quartz-carbonate veinlets.

Assessment Report 18048.

N

TRENCH

1987

Assay/analysis                

Rock

Silver 5.5 g/t A rock sample (87-005) from a historic trench yielded 

0.055 gram per tonne gold and 5.5 grams per tonne 

silver, while a float sample (87-008), taken 

approximately 75 metres north of the previous sample, 

yielded 0.274 per cent copper, 0.629 per cent zinc and 

6.2 grams per tonne silver.

Assessment Report 18048

N

OUTCROP

1986

Assay/analysis                

Grab

Copper 1.76 %

Zinc 1.53 %

An outcrop sample from the Rhyolite grid.

Assessment Report 14959

N
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