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Comments

ADIT

1987

Assay/analysis                

Rock

Copper 0.860 %

Silver 6.2 g/t

Gold 5.9 g/t

a sample (D1) of mineralized quartz vein material from 

the east wall of the portal to adit A yielded 0.860 per 

cent copper, 6.2 grams per tonne silver and 5.9 grams 

per tonne gold over 0.3 metre

Property File - 10763

N

ADIT

1983

Assay/analysis                

Rock

Copper 0.59 %

Silver 3.4 g/t

Gold 4.1 g/t

seven samples (A through G) over a drift length of 

approximately 24 metres in adit A, located near the 

shoreline of Nicola Lake, yielded an average of 0.59 per 

cent copper, 3.4 grams per tonne silver and 4.1 grams 

per tonne gold over an average width of 0.52 metre, 

including 15.6 grams per tonne gold with 9.6 grams per 

tonne silver and 0.20 per cent copper over 0.45 metre 

(Sample C)

Property File - 10763

N

SAMPLE

1978

Assay/analysis                

Rock

Gold 8.6 g/t a rock sample (no. 2), taken a short distance north of 

the shoreline adit from an area of historic pits

Assessment Report 7217
N
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