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Ore Zone/ Tonnage/ Commodity Grade Reference/
Year/Report On Category Comments
SAMPLE Silver 12.8000 g/t rock chip samples from historic trenches; copper
Assay/analysis Copper 1.0000 % assayed greater than 1 per cent.
1988 N Chip Assessment Report 18256.
SAMPLE Copper 2.78 %
Assay/analysis Assessment Report 18256
1987 N Grab
SOUTH Copper 2.38% from a composite sample of mineralization peripheral to
Assay/analysis the massive magnetite on the South zone
1976 N Grab Property File - 10753
EAST Copper 2.20 % from a composite of three grab samples from the East
Assay/analysis zone
1976 N Grab Property File - 10753
NORTH Silver 79.3 g/t from a composite sample of high-grade skarn
Assay/analysis Copper 10.68 % mineralization from the North zone
1976 N Grab Gold 3.2/t Property File - 10753
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