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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

DUMP

2018

Assay/analysis                

Grab

Copper 17.0 %

Silver 169 g/t

Gold 0.60 g/t

average of two select samples (2018-PC-03 and -04) 

from the shaft dump pile

Assessment Report 37644
N

SHAFT

2014

Assay/analysis                

Grab

Copper 3.18 %

Silver 36.3 g/t

A sample (P3) from the east wall of the shaft

Assessment Report 35529

N

DUMP

2014

Assay/analysis                

Grab

Copper 15.80 %

Silver 126 g/t

a select sample (P6) from the dump pile

Assessment Report 35529

N

VEIN

1992

Assay/analysis                

Chip

Copper 2.87 %

Silver 27.1 g/t

Gold 0.86 g/t

An 0.3 metre chip sample (968) of quartz vein from the 

southern extension of the Turnlight vein

Assessment Report 22445
N

HIGH-GRADE

1992

Assay/analysis                

Grab

Copper 10 %

Silver 122.4 g/t

Gold 0.52 g/t

a select sample (966) from an ore bin

Assessment Report 22445

N

DUMP

1992

Assay/analysis                

Channel

Copper 5.15 %

Silver 48.1 g/t

Gold 0.19 g/t

a 30 metre channel sample (967) cut half way down the 

side of the main waste pile

Assessment Report 22445
N

DRILLHOLE

1982

Assay/analysis                

Drill Core

Copper 1.23 %

Drillhole D-5-82, Assessment Report 10518, page 18

N

BLOCK A

1973

Unclassified

Silver 30.8000 g/t

Copper 2.3000 % Property File - M.K. Lorimer, 1974.

 1,197 

Y

t

BLOCK B

1973

Unclassified

Silver 13.7000 g/t

Gold 0.3000 g/t

Copper 2.5000 %

Property File - M.K. Lorimer, 1974.

 916 

Y

t
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