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1

2016

Assay/analysis                

Chip

Copper 0.37 % chip and channel sampling of the no. 1 trench and the 

shaft yielded 0.37 per cent copper over 10 metres and 

0.71 per cent copper over 4 metres, respectively, while 

rock samples from the shaft yielded up to 1.68 per cent 

copper

Assessment Report 36844

N

1

2015

Assay/analysis                

Grab

Copper 0.683 %

Silver 5.6 g/t

three outcrop grab samples (130515-THU-004, -005 

and -006) of altered andesite with minor quartz veining 

and malachite on fracture plains yielded from 0.529 to 

0.683 per cent copper and trace to 5.6 grams per tonne 

silver

Assessment Report 36141

N
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