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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SHAFT

2001

Assay/analysis                

Chip

Silver 53.8 g/t

Copper 1.23 %

Zinc 2.67 %

a chip sample (3833) from the Ell shaft over 0.81 metre

Assessment Report 26878

N

SHAFT

2001

Assay/analysis                

Grab

Silver 70.3 g/t

Copper 1.61 %

Zinc 2.35 %

Sample 3834 from the shaft

Assessment Report 26878

N

DUMP

1976

Assay/analysis                

Grab

Silver 133.7000 g/t

Gold 0.3400 g/t

Copper 6.8500 %

Zinc 6.4000 %

Dump samples.

Assessment Report 12194.

N

SAMPLE

1976

Assay/analysis                

Grab

Copper 3.0 %

Zinc 1.3 %

Silver 51.3 g/t

Assessment Report 6041 and 12194

N

TRENCHES

1974

Assay/analysis                

Grab

Copper 6.85 %

Silver 133.4 g/t

Gold 0.34 g/t

Sample 917J from trench no. 3 located approximately 

75 metres south west of the shaft

Property File - 10750
N

PIT

1963

Assay/analysis                

Chip

Copper 1.30 %

Zinc 4.30 %

Silver 51.3 g/t

chip samples taken from the south face of a pit returned 

from 0.75 to 1.30 per cent copper, 0.23 to 4.30 per cent 

zinc and trace to 51.3 grams per tonne silver

Property File – 10614
N
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