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MINFILE Number: Status:Name:092ISE131 IRON KING-IRON QUEEN Showing

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

1915

Assay/analysis                

Grab

Iron 52.0000 % High grade sample.  A low grade representative sample 

assayed 22.0 per cent iron, 0.27 per cent sulphur and 

51.5 per cent silica.

Minister of Mines Annual Report 1915, page 231.
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