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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

JA

1972

Indicated

Copper    0.4300 %

Molybdenum    0.0170 %

Prelim. open pit design to extract 113 to 136 mt of ore.  

Approx. 117.923 mt at 0.51% Cu and 0.027% Mo are 

mineable by block caving.

Bethlehem Copper Corporation Annual Report 1973.
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