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Commodity Grade Reference/

Comments

DRILLHOLE

1973

Assay/analysis                

Drill Core

Silver 68.4 g/t a diamond drill hole, located approximately 500 metres 

north east, is reported to have yielded 68.4 grams per 

tonne silver over 9 metres

Property File - G.H. Rayner [1980-04-13]: Moore 

Creek Property Examination

N

VEIN

1972

Assay/analysis                

Rock

Molybdenum 6.72 %

Silver 4.4 g/t

a select sample (4601) assayed 6.72 per cent 

molybdenite and 4.4 grams per tonne silver

Property File - Twin River Resources Ltd. 

[1972-08-11]: Prospectus Report on the Sack Claim 

Group

N

VEIN

1972

Assay/analysis                

Rock

Copper 1.18 %

Silver 36.9 g/t

a select sample of mineralized vein

Property File - C.M. Rebagliati [1972-12-11]: Report - 

Webber Project 1972N
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