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DRILLHOLE

1999

Assay/analysis                

Drill Core

Copper 0.75 %

Silver 6.6 g/t

Hole 99-2 intersected a quartz-carbonate stockwork 

zone yielding 0.75 per cent copper and 6.6 grams per 

tonne silver over 10.01 metres with individual samples 

yielding up to 2.05 per cent copper, 15.4 grams per 

tonne silver and 0.35 per cent zinc

Blanchflower, J.D. (2012-02-17): Technical Report on 

the Jesse Creek Property

N

E

1993

Assay/analysis                

Chip

Copper 0.2 %

Zinc 1.3 %

0.2 per cent copper and 0.3 to 1.3 per cent zinc over 1.5 

to 3.5 metre widths on the E zone

Assessment Report 23258
N

F

1993

Assay/analysis                

Chip

Copper 0.4 % over 3.2 metres, including 0.93 per cent copper and 9.6 

grams per tonne silver over 1.7 metres on the F zone

Assessment Report 23258
N

WEST

1993

Assay/analysis                

Chip

Copper 0.2 %

Lead 1.23 %

Zinc 2.88 %

sampling of the breccia/vein zone, located west of the F 

zone, over 4.0 metres

Assessment Report 23258
N

D

1993

Assay/analysis                

Chip

Copper 0.99 % over 1.5 metres on the D zone

Assessment Report 23258

N

D

1969

Assay/analysis                

Chip

Copper 0.74 %

Silver 21.2 g/t

two chip samples (9384 and 9385) yielded up to 0.74 

per cent copper and 21.2 grams per tonne silver over 

3.0 metres

Property File - 673529
N

D

1969

Assay/analysis                

Chip

Copper 1.09 %

Silver 8.6 g/t

chip sample 9388 over 1.5 metres

Property File - 673529

N
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