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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SOUTHEAST

2013

Assay/analysis                

Rock

Copper 0.316 %

Silver 3.5 g/t

a rock sample (157952) of vein material, taken 

approximately 700 metres south- southeast of the main 

zone

Assessment Report 34566
N

VEIN

2013

Assay/analysis                

Rock

Copper 0.301 %

Silver 2.4 g/t

A rock sample (157953) of vein material from the main 

zone

Assessment Report 34566
N

VEIN

1975

Assay/analysis                

Grab

Copper 0.4000 %

Molybdenum 0.5 %

Maximum values from vein material.

Assessment Report 5678.

N

Monday, March 16, 2026 Page 1 of 1092ISE174MINFILE  Number:


