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DRILLHOLE

1983

Assay/analysis                

Drill Core

Silver 4.8000 g/t

Copper 0.1300 %

Sample across a 3 metre interval.

Assessment Report 11434.

N

OUTCROP

1983

Assay/analysis                

Grab

Silver 547.2 g/t select samples of copper-stained outcrop

Property File - Seymour Resources Ltd. [1979-05-12]: 

GCNL News Clippings - TIC-TAC-TOEN

NO. 1

1979

Assay/analysis                

Grab

Copper 0.25 %

Silver 14.4 g/t

0.25 per cent copper and 14.4 grams per tonne silver 

from a grab sample of the no. 1 zone

Assessment Report 7893
N

NO. 2

1979

Assay/analysis                

Chip

Copper 0.16 % over 75 centimetres from the no. 2 zone trench

Assessment Report 7893

N

NO. 3

1979

Assay/analysis                

Grab

Copper 0.42 %

Silver 87.2 g/t

from a grab sample of the no. 3 zone

Assessment Report 7893

N

TRENCH

1968

Assay/analysis                

Chip

Gold 0.5 g/t

Silver 3.4 g/t

Copper 0.05 %

Nickel 0.11 %

sampling of trenches yielded up to 0.5 gram per tonne 

gold, 3.4 grams per tonne silver, 0.05 per cent copper 

and 0.11 per cent nickel over 24 metres of trench no. 1, 

while select samples are reported to have yielded up to 

2 per cent copper and 205.2 grams per tonne silver

Property File - A.W. McGuire [1968-11-01]: Property 

Submission - A.W. McGuire

N
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