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SAMPLE

2018

Assay/analysis                

Rock

Copper 0.992 %

Lead 0.308 %

Zinc 14.9 %

Silver 47.7 g/t

Gold 0.61 g/t

two samples (S851313 and S851314) yielded 0.584 and 

0.992 per cent copper, 0.308 and 0.016 per cent lead, 

4.11 and 14.9 per cent zinc, 44.4 and 47.7 grams per 

tonne silver with 0.36 and 0.61 gram per tonne gold, 

respectively

Assessment Report 38107

N

TRENCH

2007

Assay/analysis                

Rock

Zinc 10.42 %

Copper 0.76 %

Lead 0.27 %

Silver 43.7 g/t

Gold 0.32 g/t

three rock samples over 1.5 metres of trench A yielded 

up to 10.42 per cent zinc, 0.76 per cent copper, 0.27 

per cent lead, 43.7 grams per tonne silver and 0.32 gram 

per tonne gold

Assessment Report 30006

N

DRILLHOLE

2001

Assay/analysis                

Drill Core

Copper 1.18 %

Zinc 16.5 %

Silver 87.4 g/t

Gold 0.45 g/t

a drill hole (F01-02) is reported to have yielded 1.18 per 

cent copper, 16.5 per cent zinc, 87.4 grams per tonne 

silver and 0.45 gram per tonne gold over 0.70 metre of 

disrupted sphalerite-pyrite-chalcopyrite massive 

sulphide mineralization at 52.6 metres down-hole

Assessment Report 30006

N

SAMPLE

2000

Assay/analysis                

Grab

Silver 144.0000 g/t

Gold 1.0600 g/t

Copper 3.2200 %

Lead 0.8600 %

Zinc 31.2600 %

From a loose boulder with a nearby source.
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