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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

MAIN

2014

Assay/analysis                

Rock

Gold 4.24 g/t

Silver 11.3 g/t

Copper 0.516 %

A rock sample (013) from the Kirby occurrence.

Assessment Report 35097

N

EAST

1988

Assay/analysis                

Rock

Gold 0.890 g/t Four rock samples (128744, 128742, 128696 and 

128699), taken from the west side of the Coquihalla 

Highway, down slope to the east of the Kirby 

occurrence, yielded from 0.140 to 0.890 gram per tonne 

gold.

Assessment Report 118042

N
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