
MINFILE Inventory Detail Report

BC Geological Survey

Ministry of Energy, Mines and Petroleum Resources

MINFILE Number: Status:Name:092ISW003 PIM Showing

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

NORTH

2019

Assay/analysis                

Grab

Copper 0.462 % two composite grab samples (4356 and 4357), taken 

approximately 100 metres apart, yielded 0.286 and 

0.462 per cent copper over 10 and 5 metres, 

respectively
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