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Production

Year

Tonnes

Mined

Tonnes

Milled Commodity

Grams

Recovered

Kilograms

Recovered

2018 Copper  100,800,000 

Molybdenum  3,950,000 

 112,037,000  51,888,000 

2017 Copper  92,800,000 

Molybdenum  4,200,000 

 118,766,000  52,285,000 

2016 Copper  119,300,000 

Molybdenum  2,500,000 

 115,369,000  49,499,000 

2015 Copper  151,400,000 

Molybdenum  1,540,000 

 116,231,000  47,257,000 

2014 Copper  121,500,000 

Molybdenum  2,360,000 

 124,217,000  49,932,000 

2013 Copper  113,200,000 

Molybdenum  2,770,000 

 110,532,000  44,861,000 

2012 Copper  116,300,000 

Molybdenum  4,540,000 

 45,383,000  45,383,000 

2011 Copper  97,300,000 

Molybdenum  3,580,000 

 42,284,000  42,284,000 

2010 Copper  99,000,000 

Molybdenum  2,835,000 

 40,958,000  40,958,000 

2009 Copper  118,200,000 

Molybdenum  3,000,000 

 42,888,000  42,888,000 

2008 Copper  119,300,000 

Molybdenum  1,929,000 

 44,888,000  44,888,000 

2007 Copper  139,500,000 

Molybdenum  1,846,000 

 42,593,000  42,593,000 

2006 Copper  171,300,000 

Molybdenum  1,872,000 

 45,356,000  45,356,000 

2005 Copper  179,000,000 

Molybdenum  2,857,632 

 87,000,000  50,666,000 

2004 Copper  170,300,000 

Molybdenum  4,853,438 

 87,000,000  50,623,000 

2003 Copper  170,400,000 

Molybdenum  3,311,224 

 67,494,000  49,030,000 

2002 Copper  181,000,000 

Molybdenum  2,449,400 

 75,982,000  49,868,000 

2001 Silver  97,539,000 

Gold  449,000 

Copper  180,530,000 

Molybdenum  1,850,800 

 78,886,000  48,892,000 
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2000 Silver  70,356,000 

Gold  491,440 

Copper  190,700,000 

Molybdenum  2,000,000 

 85,012,000  46,694,000 

1999 Silver  41,368,000 

Gold  289,000 

Copper  109,600,000 

Molybdenum  1,400,000 

 57,303,000  30,165,000 

1998 Silver  65,091,000 

Gold  438,217 

Copper  166,650,000 

Molybdenum  2,374,000 

 98,421,000  48,963,705 

1997 Silver  56,148,000 

Gold  369,760 

Copper  156,040,379 

Molybdenum  1,676,991 

 92,138,000  44,975,604 

1996 Silver  56,626,943 

Gold  361,423 

Copper  153,838,084 

Molybdenum  1,336,740 

 42,620,245  42,620,245 

1995 Silver  58,791,000 

Gold  396,538 

Copper  163,139,166 

Molybdenum  1,564,859 

 45,625,259  45,521,812 

1994 Silver  60,616,291 

Gold  395,916 

Copper  166,463,926 

Molybdenum  1,644,393 

 43,438,122  43,484,454 

1993 Silver  59,453,954 

Gold  398,498 

Copper  162,010,791 

Molybdenum  1,718,350 

 44,609,633  44,472,524 

1992 Silver  65,176,403 

Gold  429,570 

Copper  176,742,074 

Molybdenum  1,808,010 

 44,016,882  44,064,369 

1991 Silver  73,927,739 

Gold  651,120 

Copper  177,394,055 

Molybdenum  1,426,548 

 46,349,872  46,291,933 

1990 Silver  67,978,377 

Gold  582,524 

Copper  169,093,894 

Molybdenum  1,695,982 

 46,371,798  46,263,361 

1989 Silver  47,571,741 

Gold  421,110 

Copper  117,016,997 

Molybdenum  1,658,597 

 32,589,813  32,323,729 
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1988 Silver  66,399,175 

Gold  597,529 

Copper  175,501,685 

Molybdenum  1,939,262 

 44,039,200  44,109,498 

1987 Silver  46,366,979 

Gold  296,416 

Copper  161,897,636 

Molybdenum  4,726,702 

 41,992,321  41,999,458 

1986 Silver  29,002,818 

Gold  115,361 

Copper  94,542,685 

Molybdenum  2,043,572 

 25,755,436  25,546,863 

1985 Silver  13,948,978 

Gold  118,815 

Copper  39,000,115 

 9,466,592  9,295,598 

1984 Silver  14,484,515 

Gold  121,086 

Copper  39,506,773 

 8,450,952  8,437,148 

1983 Silver  11,747,100 

Gold  92,936 

Copper  29,965,965 

 7,461,980  7,171,985 

Summary Totals

Metric Imperial

Mined

Milled

Recovery:

Silver  1,002,594,013 grams  32,234,146 ounces

Gold  7,016,259 grams  225,578 ounces

Copper  4,890,234,225 kilograms  10,781,120,999 pounds

Molybdenum  81,258,500 kilograms  179,144,327 pounds

 2,213,526,105  2,439,994,862 

 1,501,552,286  1,655,178,068 

tonnes

tonnes

tons

tons

MINFILE  Number: 092ISW012 Name: HIGHLAND VALLEY COPPER Status: Producer

Comments:
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2018 Teck Annual Information Form February 26, 2018

2017 Teck News Release February 14, 2018

2016 Teck News Release February 14, 2018

2015 Teck News Release February 11, 2016

2014 Teck News Release February 12, 2015

2013 Teck News Release February 13, 2014

2012 Teck News Release February 7, 2013

2011 Teck News Release February 9, 2012

2010 Teck MDNA 2010

2009 Teck News Release February 8, 2010

2008 Teck News Release February 8, 2010

2007 TeckCominco News Release February 11, 2008

2006 TeckCominco News Release February 11, 2008

2005 Tonnes mined extrapolated from 2003 mining. Annual Information Form 

2004, February 20, 2004. TeckCominco Annual Report 2005

2004 Tonnes mined extrapolated from 2003 mining. Annual Information Form 

2004, February 20, 2004.

2003 TeckCominco Annual Report 2003

2002 TeckCominco Annual Report 2003

1996 Production from Valley pit, with less than 5% from Lornex pit.

1995 Production from the Valley pit, with 5 per cent from Lornex pit.

1994 Production from Valley pit, with 20 per cent from Lornex pit.

1991 1987-1991: Production includes the Lornex mine (092ISW045).

1986 Combined with Lornex (092ISW045) in July.

Page 4 of 4Sunday, March 29, 2026 092ISW012MINFILE  Number:


