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TRENCH

2014

Assay/analysis                

Grab

Copper 2 % a grab sample (WV14-R08) from a historic trench

Assessment Report 35321

N

SAMPLE

2013

Assay/analysis                

Grab

Copper 0.342 % two grab samples (WV13-R08 and -R09) assayed 0.342 

and 0.167 per cent copper, respectively

Assessment Report 34641
N

SAMPLE

2012

Assay/analysis                

Grab

Copper 1.51 %

Silver 15.7 g/t

a grab sample (3593627)

Assessment Report 33522

N

TRENCH

2009

Assay/analysis                

Grab

Copper 1.14 %

Silver 21.2 g/t

The first trench exposed a 0.5 metre wide facture zone 

with porphyry-style copper mineralization and assayed 

1.14 per cent copper and 21.2 grams per tonne silver, 

while the second trench exposes malachite 

mineralization along a 1 metre shear and assayed 0.434 

per cent copper and 3.3 grams per tonne silver

Assessment Report 31401

N
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