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MINFILE Number: Status:Name:092JNE024 ARIZONA (L.3176) Developed Prospect

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SHEAR

1979

Assay/analysis                

Grab

Gold 1.5000 g/t

Tungsten 0.3400 %

From 2.7-metre wide shear zone at granite/diorite 

contact.  Assay over 1.2 metres.  An aggregate of grab 

samples averaged 0.34 per cent WO3.

Assessment Report 7949.

Sunday, June 21, 2026 Page 1 of 1092JNE024MINFILE  Number:


