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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

GRIZZLY

1992

Assay/analysis                

Drill Core

Copper 0.11 %

Lead 0.64 %

Zinc 3.02 %

Silver 2.4 g/t

diamond drill hole AV92-7 over 0.5 metres proximal to 

the Grizzly shear

Property File - Teck Exploration Ltd. [1992-12-01]: 

1992 In-House Diamond Drill Report on the Avalanche 

Property

N

UPPER

1992

Assay/analysis                

Drill Core

Copper 0.19 %

Lead 0.30 %

Zinc 1.41 %

Silver 3.9 g/t

Over 12.6 metres

Property File - Teck Exploration Ltd. [1992-12-01]: 

1992 In-House Diamond Drill Report on the Avalanche 

Property
N

CONTACT

1990

Assay/analysis                

Grab

Copper 1.5 %

Lead 0.3 %

Zinc 0.07 %

Silver 13.8 g/t

samples of mineralized quartz feldspar porphyry sills 

at the shale contact
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N
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