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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

1988

Assay/analysis                

Grab

Silver 98.5000 g/t

Gold 0.4200 g/t

Iron 32.8000 %

Lead 0.0100 %

Open File 1989-26.

N

SOUTH

1952

Assay/analysis                

Chip

Zinc 1.6 % Over 1.95 metres

Property File - A.C. Skerl [1952-09-01]: Report on the 

Properties of National Consolidated Base Metals 

Company - Near Maud Lake
N

MAIN

1952

Assay/analysis                

Chip

Silver 6.8 g/t

Copper 0.5 %

Over 6 metres

Property File - A.C. Skerl [1952-09-01]: Report on the 

Properties of National Consolidated Base Metals 

Company - Near Maud Lake
N
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