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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2005

Assay/analysis                

Rock

Copper 1 %

Zinc 1 %

Silver 100 g/t

Gold 3.37 g/t

samples 291101 to 291150

Butler, S. (2008-01-11): Summary Report on the Gold 

King PropertyN

SAMPLE

1991

Assay/analysis                

Grab

Silver 5.5000 g/t

Gold 0.4500 g/t

Copper 0.6000 %

Lead 3.0000 %

Zinc 8.0000 %

Maximum values from rock sampling in 1991.

Assessment Report 21274.

N

MAIN

1987

Assay/analysis                

Grab

Copper 0.6 %

Lead 3 %

Zinc 8 %

Silver 450 g/t

Gold 5.5 g/t

Property File - J.T. Shearer [2004-02-07]: Fax Re: Gold 

King PropertyN

DRILLHOLE

1983

Assay/analysis                

Drill Core

Silver 300.3000 g/t

Gold 0.5800 g/t

A 1.52-metre intersection in diamond-drill hole 9.

Assessment Report 11418.

N
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