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| MINFILE Number:  092JNE053 Name: CROWN Status:  Prospect
Ore Zone/ Tonnage/ Commodity Grade Reference/
Year/Report On Category Comments
SKARN Copper 0.18 %
Assay/analysis Lead 0.92 % Property File - Tenquille Resources Ltd. [1987-06-05]:
1981 N Grab Silver 140 g/t Statement of Material Facts #79/87
Gold 6.7 g/t
SHAFT Silver 2600 g/t a sample (22136) from the north wall of the south shaft
Assay/analysis Lead 8.47% over 0.3 metre
1969 N Chip Gold 4.1 g/t Property File - I.A. Mitchell [1969-10-16]: Report on
the D Group of Claims
SKARN Silver 4006.0000 g/t Sample of 100 pounds representing 5 tons of ore mined
Assay/analysis L?ad 4.1000 % - average assay.
1924 N Bulk Sample Zinc 3.2000 % Geological Survey of Canada Summary Report 1924,
page 93A.
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