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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

MAIN

1984

Assay/analysis                

Chip

Lead 0.395 %

Antimony 0.130 %

Silver 124.0 g/t

Gold 61.1 g/t

a chip sample (No. 4702), taken across 0.3 metre

Assessment Report 14225

N

2

1984

Assay/analysis                

Grab

Gold 1.63 g/t

Silver 18.8 g/t

Saddle (Moore cut) zone

Assessment Report 14225

N

DUMP

1983

Assay/analysis                

Grab

Copper 0.262 %

Bismuth 0.139 %

Gold 53.5 g/t

Silver 50.0 g/t

Antimony 0.112 %

Lead 0.452 %

dump sample No. 00910

Assessment Report 12416

N

SOUTH

1983

Assay/analysis                

Chip

Gold 0.675 g/t

Silver 30.0 g/t

Copper 1.00 %

chip sample 00959 over 2.5 metres

Assessment Report 12416

N

VEIN

1944

Assay/analysis                

Rock

Gold 153.4 g/t

Silver 258.0 g/t

sulphide rich (arsenopyrite and pyrite) portions of the 

vein over 0.3 metre

Assessment Report 12416
N

VEIN

1944

Assay/analysis                

Rock

Gold 13.8 g/t

Silver 58.5 g/t

a 0.66 metre section of adjacent wall rock

Assessment Report 12416

N
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