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EAGLE

2022

Assay/analysis                

Chip

Gold 5.13 g/t Eagle zone was expanded to 250 metres by 150 metres 

by eighteen reverse circulation drill holes in 2021 with a 

weighted average of 5.13 grams per tonne gold over an 

estimated true width of 11.2 metres.

PR REL Endurance Gold Corp. January 25, 2022

Y

EAGLE

2022

Assay/analysis                

Drill Core

Gold 15.7 g/t Diamond Drill Hole DDH 21-020: drilled at Eagle South 

Zone; 15.7 grams per tonne gold over a 24.8 metre 

intersection; includes 26.96 grams per tonne gold over a 

4.1 metre intersection.

Assessment Report 40859

Y

IMPERIAL

2008

Assay/analysis                

Drill Core

Gold 13.3 g/t Diamond drill hole I08-002: 4.2 metre intersection 

(estimated 1.8 metre true width)

Assessment Report 30524
Y

IMPERIAL

1988

Combined

Gold 5.96 g/t proven and drill indicated reserves for the Imperial zone

George Cross News Letter April 14, 1988

 410,916 

Y

t

SENATOR

1986

Assay/analysis                

Chip

Silver 8.5700 g/t

Gold 5.3500 g/t

Antimony 7.8000 %

Across 1.4 metre vein, average assays.

Assessment Report 14019.

SENATOR ROAD

1986

Assay/analysis                

Grab

Gold 16.4900 g/t Width not specified; from 57 metres of gossan altered 

rock.

George Cross News Letter No.139, 1986.

IMPERIAL

1986

Assay/analysis                

Grab

Silver 8.9100 g/t

Gold 16.0100 g/t

Antimony 7.5600 %

Imperial vein, 5.5 metres wide.  Assays are averages.

Assessment Report 14019.

BONA ROAD

1986

Assay/analysis                

Chip

Gold 72.3400 g/t Across 6 metres.

Assessment Report 14019.
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