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SHOWING

1987

Assay/analysis                

Grab

Silver 177.9000 g/t

Gold 4.3500 g/t

Copper 0.6600 %

Lead 0.3000 %

Zinc 0.7000 %

Best assay 1987, sample R1089.

Assessment Report 17261.

N

SAMPLE

1983

Assay/analysis                

Grab

Gold 17.9 g/t

Silver 139.8 g/t Property File - D.A. Chapman [1987-07-27]: News 

Release - Tenquille Resources Ltd. - Joint venture 

agreement on the Tenquille Lake property
N

SAMPLE

1982

Assay/analysis                

Grab

Silver 42.8 g/t

Property File - Tenquille Resources Ltd. [1987-06-05]: 

Statement of Material Facts #79/87N
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