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MINFILE Number: Status:Name:092JNE162 PONDEROSA Showing

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

1989

Assay/analysis                

Rock

Silver 44.8 g/t

Copper 1.0 %

samples yielded values up to 44.8 grams per tonne 

silver and greater than 1.0 per cent copper over narrow 

widths
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