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MINFILE Number: Status:Name:092JNE214 EREBOR Showing

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

LENS

2019

Assay/analysis                

Chip

Gold 32 g/t

Cobalt 2.3 %

Nickel 1.1 %

Sample Number LFLG003: 5 by 10 centimetre lens of 

subhedral to euhedral arsenopyrite-safflorite with 1 

metre long by 4 centimetre thick erythrite halo in 

potassium feldspar-carbonate-chlorite altered fracture.

Assessment Report 38537
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