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SAMPLE

2008

Assay/analysis                

Rock

Silver 49.60 g/t

Zinc 0.379 % Mitchell, M.A. (2010-03-30): Technical Report on the 

Enterprise PropertyN

SAMPLE

1998

Assay/analysis                

Grab

Silver 672.6000 g/t

Lead 1.4100 %

Zinc 0.5810 %

GCNL #39 (February 25), 1998.

SAMPLE

1997

Assay/analysis                

Rock

Silver 300 g/t

Lead 1.01 %

Zinc 0.21 %

rock samples are reported to have yielded from 0.029 to 

1.080 grams per tonne gold, 4.3 to 300 grams per tonne 

silver, less than 0.01 to 1.01 per cent lead and less than 

0.01 to 0.21 per cent zinc

Mitchell, M.A. (2010-03-30): Technical Report on the 

Enterprise Property

N
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