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MINFILE Number: Status:Name:092JW 043 MACKENZIE Showing

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

DRILLHOLE

2012

Assay/analysis                

Drill Core

Copper 0.24 % DDH MMK-001: 0.2 metre intercept

Assessment Report 33341

Y

DRILLHOLE

2012

Assay/analysis                

Drill Core

Copper 4.47 %

Gold 0.06 g/t

Molybdenum 0.06 %

DDH MMK-002: 0.36 metre intercept

Assessment Report 33341

Y

SAMPLE

2005

Assay/analysis                

Grab

Copper 4.930 %

Silver 37.0 g/t

Two grab samples SC 16 and 16A

Assessment Report 28331

N

SAMPLE

2003

Assay/analysis                

Chip

Copper 0.250 %

Silver 4.8 g/t

Gold 0.118 g/t

chip sample (SC 7) over 3.0 metres

Assessment Report 28331

N

SAMPLE

2003

Assay/analysis                

Chip

Copper 1.350 %

Silver 5.6 g/t

Gold 0.046 g/t

chip sample SC 8 over 1.0 metre

Assessment Report 28331

N
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