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SAMPLE

2012

Assay/analysis                

Grab

Copper 2.85 %

Gold 0.445 g/t

Silver 31.5 g/t

Sample number N688012

Press Release Miocene Metals Inc., September 13, 2012

N

SAMPLE

2012

Assay/analysis                

Grab

Copper 4.34 %

Silver 60.8 g/t

Gold 0.445 g/t

Four grab samples (M487873, M688012, M688013 

and M487879) assayed from 1.64 to 4.34 per cent 

copper, 0.051 to 0.445 gram per tonne gold and 25.1 to 

60.8 grams per tonne silver

Assessment Report 33341

N
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