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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

UPPER

2018

Assay/analysis                

Rock

Copper 12.2 %

Silver 72.0 g/t

A sample (32312) from the upper adit

MacIntyre, D. (2019-01-29): Technical Report - Sunset 

Copper Star Mineral PropertyN

FS

1973

Assay/analysis                

Grab

Silver 14.3976 g/t

Copper 2.6900 %

2.3 kilograms composite grab.

Assessment Report 4179.

N

SUNSET

1901

Assay/analysis                

Grab

Copper 6.0000 % Sample of vein matter.

Minister of Mines Annual Report 1901, page 1115.

N
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