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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

PIT

2018

Assay/analysis                

Rock

Copper 0.610 % A sample (32330) from an old blast pit containing 

native copper

MacIntyre, D. (2019-01-29): Technical Report - Sunset 

Copper Star Mineral Property
N

DRILLHOLE

1969

Assay/analysis                

Drill Core

Copper 0.6000 % Drill sample, 30 centimetres depth.

Assessment Report 2004.

N
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