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MINFILE Number: Status:Name:092K  106 DON Showing

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

UPPER

1992

Assay/analysis                

Rock

Copper 0.820 %

Molybdenum 0.600 %

Silver 7.3 g/t

a character sample from Upper showing

Assessment Report 25924

N

SOUTH

1985

Assay/analysis                

Chip

Copper 0.058 %

Molybdenum 0.244 %

a 0.2 metre chip sample from the South showing

Assessment Report 15167

N

LOWER

1985

Assay/analysis                

Chip

Copper 0.2300 %

Molybdenum 0.1040 %

Most representative sample.  Chip over 10 metres at 

Lower Don.

Assessment Report 15167.
N

LOWER

1985

Assay/analysis                

Rock

Copper 0.320 %

Molybdenum 0.680 %

Silver 3.1 g/t

a character sample of lower showing

Property File - N.C. Carter (1985-08-26): Geological 

Report on the Don Molybdenum-Copper ProspectN

SAMPLE

1985

Assay/analysis                

Chip

Copper 0.058 %

Molybdenum 0.058 %

a representative 1 metre rock chip sample from the Star 

showing

Assessment Report 15167
N

SAMPLE

1985

Assay/analysis                

Grab

Copper 0.194 %

Molybdenum 0.177 %

grab sample frm Star showing

Assessment Report 15167

N

UPPER

1985

Assay/analysis                

Chip

Copper 0.056 %

Molybdenum 0.107 %

a 4 metre chip sample from the Upper showing

Assessment Report 15167

N
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