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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2015

Assay/analysis                

Rock

Copper 0.22 %

Zinc 0.21 % Harrington, E. (2016-06-02): National Instrument 

43-101 Technical Report on the Margurete PropertyN

SAMPLE

1998

Assay/analysis                

Rock

Molybdenum 0.55 % rock sample MS1-1

Assessment Report 25673

N

SAMPLE

1997

Assay/analysis                

Rock

Molybdenum 0.5032 % Sample RS4

Assessment Report 25098

N

QUARRY

1997

Assay/analysis                

Rock

Molybdenum 0.2817 % Sample 6-04-04

Assessment Report 25098

N
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