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MINFILE Number: Status:Name:092K  203 SUNSET COPPER STAR NORTH Showing

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2018

Assay/analysis                

Grab

Copper 3.72 %

Silver 12.3 g/t

Samples 32314 and 32315

MacIntyre, D. (2019-01-29): Technical Report - Sunset 
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