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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

ADIT

1988

Assay/analysis                

Chip

Silver 12.0000 g/t

Copper 1.6000 %

Zinc 0.1450 %

Chip sample over 1.0 metre.

Property File - Awmack, 1988.

N

DRILLHOLE

1981

Assay/analysis                

Drill Core

Copper 0.86 %

Lead 5.17 %

Zinc 14.01 %

Silver 42.07 g/t

In 1981, diamond drilling  intersected mineralized 

sections yielding up to 0.86 per cent copper, 5.17 per 

cent lead, 14.01 per cent zinc and 42.07 grams per tonne 

silver over 13.7 metres in DDH J-1-81.

Assessment Report 10337

N
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