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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2020

Assay/analysis                

Chip

Gold 0.16 g/t

Copper 0.105 %

Chip samples of brecciated volcanic rock with 

disseminated pyrite hosts local fault structures with 

increased hematite alteration over 17.0 metres.

(Assessment Report 39420
N

SAMPLE

2019

Assay/analysis                

Rock

Gold 3.0 g/t

Copper 1.68 %

A rock sample (Y993776) from the Summit occurrence.

Assessment Report 38855

N
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