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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

GOSSAN

2020

Assay/analysis                

Channel

Gold 0.50 g/t

Silver 5.6 g/t

Copper 0.14 %

Four lines of channel samples on the Gossan zone 

yielded 0.50 gram per tonne gold, 5.6 grams per tonne 

silver and 0.14 per cent copper over an area of 15 by 45 

metres.

Assessment Report 39420

N

ADIT

1989

Assay/analysis                

Rock

Copper 6.8 %

Silver 244.7 g/t

Iron 29.46 %

Gold 13.48 g/t

A rock sample (19180) from a 0.8-metre sulphide pod 

in a skarn zone near a former adit in the area of the 

Raven occurrence.

Assessment Report 19178
N
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