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MINFILE Number: Status:Name:092L  054 QUATSINO KING (L.676) Showing

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

ADIT

1993

Assay/analysis                

Chip

Silver 2.4 g/t

Gold 6.45 g/t

Copper 0.64 %

Chip sampling of the adit over 8 metres.

Assessment Report 22910

N

DRILLHOLE

1993

Assay/analysis                

Drill Core

Silver 8.1 g/t

Gold 5.02 g/t

Hole No. 93-3 over 0.8 metre.

Assessment Report 22910

N

TRENCH

1993

Assay/analysis                

Chip

Silver 4.46 g/t

Gold 10.02 g/t

Copper 0.38 %

Chip sampling of a former trench over 9 metres.

Assessment Report 22910

N

SAMPLE

1984

Assay/analysis                

Chip

Gold 6 g/t

Silver 42.9 g/t Assessment Report 12773

N

DRILLHOLE

1980

Assay/analysis                

Drill Core

Copper 0.182 %

Silver 4.3 g/t

Gold 1.5 g/t

Sample (10-15) from drill hole 80-3.

Assessment Report 9451

N

ADIT

1940

Assay/analysis                

Channel

Silver 13.7200 g/t

Gold 2.7400 g/t

Copper 1.5000 %

Composite sample, main adit.

Property File (Report on Quatsino King Group, page 7 

(no author)).N
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