
MINFILE Inventory Detail Report

BC Geological Survey

Ministry of Energy, Mines and Petroleum Resources

MINFILE Number: Status:Name:092L  055 ALICE LAKE Prospect

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2017

Assay/analysis                

Rock

Zinc 8.33 %

Silver 158 g/t

Gold 22.8 g/t

Average of two samples (J488621 and J488622) from 

the Clancy zone.

Assessment Report 37127
N

ADIT

1988

Assay/analysis                

Grab

Gold 13.9 g/t

Silver 160.5 g/t Assessment Report 18812

N

DRILLHOLE

1982

Assay/analysis                

Drill Core

Silver 143.3000 g/t

Gold 13.6000 g/t

Lead 7.8700 %

Zinc 7.5400 %

Average of 8 samples over 4.9 metres.

Northwest Prospector March/April, 1982.

N

SAMPLE

1929

Assay/analysis                

Unknown

Gold 13.7 g/t

Silver 342.9 g/t

Lead 12.0 %

Zinc 8.0 %

Geological Survey of Canada Summary Report 1929A, 

page 137N
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