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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

ARTLISH

1965

Inferred

Copper 0.0800 %

Iron 44.1000 %

Sulphur 3.16 %

Possible ore.

Property File - R.N. Saukko (1966-02-10): Report on 

Hiller-Churchill Deposit 1965

 635 

Y

kt

DRILLHOLE

1964

Assay/analysis                

Drill Core

Copper 31.3 % Drill hole HC-1 on the Hiller 2 claim over its entire 

length of 15.0 metres, including sections 52.10 per cent 

iron over 3.0 metres and 51.50 per cent iron with 0.11 

per cent copper over 3.0 metres.

Property File - J.J. McDougall [1965-01-12]: Report on 

Hiller Magnetite Properties 1964

N

OUTCROP

1961

Assay/analysis                

Chip

Iron 40.60 % Over 27.0 metres to 57.65 per cent copper over 3.6 

metres.

Assessment Report 433
N
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