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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SKARN

1992

Assay/analysis                

Rock

Zinc 3.83 %

Lead 0.476 %

Copper 0.119 %

Silver 4.7 g/t

Assessment Report 22283

N

SKARN

1991

Assay/analysis                

Rock

Copper 7.58 %

Zinc 10.0 %

Silver 144.1 g/t

Gold 0.11 g/t

rock sample 5071

Assessment Report 21270

N

SKARN

1991

Assay/analysis                

Drill Core

Zinc 6.4 % drill hole 91-5 over 4 metres

Assessment Report 23030

N

SKARN

1981

Assay/analysis                

Rock

Zinc 9.93 %

Lead 4.03 %

Silver 193.6 g/t

sampling of a mineralized pod

Assessment Report 9507

N

SKARN

1966

Assay/analysis                

Grab

Silver 15.1000 g/t

Copper 0.3600 %

Lead 0.1000 %

Zinc 8.8300 %

Reported as chip sample but no sample length given.

Assessment Report 870.

N

SKARN

1966

Assay/analysis                

Chip

Copper 3.45 %

Zinc 9.56 %

Lead 0.10 %

Silver 75.4 g/t

chip sample 3032 over 2.4 metres

Assessment Report 870

N

SKARN

1966

Assay/analysis                

Drill Core

Zinc 0.49 %

Copper 1.32 %

Silver 29.1 g/t

over 9.45 metres in hole NL-4

Assessment Report 17393

N
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