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| MINFILE Number:  092L 079 Name: ABAN Status: Showing
Ore Zone/ Tonnage/ Commodity Grade Reference/
Year/Report On Category Comments
SKARN Copper 0.306 % highly siliceous and fractured sediments over 1.0 metre
Assay/analysis Gold 0.28 g/t Assessment Report 19769
. Silver 25.7 g/t
1989 N Chip &
SKARN Zinc 2.78 % over 3.05 metres
Assay/analysis Lead 0.36 % Assessment Report 870
1966 N Chip Silver 2.06 g/t
SKARN Zinc 1.81% over 2.4 metres
Assay/analysis Lead 0.97 % Assessment Report 870
1966 N Chip Silver 2.06 g/t
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